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Understanding the Origin of the Particularly Small and
Anisotropic Thermal Expansion of MOF-74

Tomas Kamencek, Benedikt Schrode, Roland Resel, Raffaele Ricco, and Egbert Zojer*

Metal–organic frameworks often display large positive or negative thermal
expansion coefficients. MOF-74, a material envisioned for many applications,
shows a different behavior. Temperature-dependent X-ray diffraction reveals
particularly small negative (positive) thermal expansion coefficients
perpendicular (parallel) to the hexagonally arranged pores. These trends are
explained by combining density-functional theory calculations with the
Grüneisen theory of thermal expansion, which allows tracing back thermal
expansion to contributions of individual phonons. On the macroscopic level,
the small thermal expansion coefficients arise from compensation effects
caused by the large coupling between perpendicular stress and strain and by
the small magnitudes of the mean Grüneisen tensor elements, 〈𝜸〉. These
provide information on how strains impact phonon frequencies. To
understand the small value of 〈𝜸〉, the individual mode contributions are
analyzed using the corresponding atomic motions. This reveals that only the
lowest frequency modes up to ≈3 THz provide non-negligible contributions,
such that 〈𝜸〉 drops sharply at higher temperatures. These considerations
reveal, how the details of the anharmonic properties of specific phonon bands
determine the magnitude and sign of thermal expansion in a prototypical
material like MOF-74. Beyond that, the authors also discuss, how the choice
of the theoretical methodology impacts the obtained results.
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1. Introduction

Metal–organic frameworks (MOFs[1–4]) are
a booming class of porous materials with
an enormous accessible surface area, often
amounting to several thousand square
meters per gram.[5–7] Therefore, MOFs
have a high potential for applications
such as gas storage,[8–10] catalysis,[11–13]

and gas separation.[14,15] They are also
used in various functional devices.[16–20] In
many of those applications, the thermal
expansion of MOFs is a highly relevant
property.[21,22] For example, it determines
the thermal mismatch (and the resulting
thermal stresses)[23–26] for heteroepitaxial
growth processes,[27,28] or the change of the
pore volume with temperature. Therefore,
considerable efforts have been dedicated
to studying thermal expansion in MOFs
by means of both simulations and exper-
iments. Experimental studies have, for
example, focused on isoreticular MOFs
(IRMOFs),[29–32] DUTs,[30,33] HKUST-
1,[30,34–36] MOFs containing paddle-wheel
secondary building units (SBUs),[22,30,37]

UiOs,[30] FMOF-1,[38] MCF-34,[39] ZIF-
8,[40] MOF-74,[41] and others.[42–51] These

experimental investigations are complemented by simulations,
for example, for IRMOFs,[21,26,52–55] DUTs,[56] HKUST-1,[26]

paddle-wheel MOFs,[30] MOF-74,[57] and others.[26,56,58,59] For the
meaning of the acronyms, we refer the reader to the respec-
tive references, as the detailed chemical nature of the above sys-
tems is not of immediate relevance for the following discussion.
What is rather relevant is that MOFs described in literature of-
ten show rather sizable linear and volumetric thermal expansion
coefficients (either positive or negative). This is shown in Fig-
ure 1. Notably, these thermal expansion coefficients in MOFs
are usually much larger than for many common non-porous
materials.[53,60,61] As a result, computational and experimental
studies of thermal expansion in MOFs are typically concerned
with explaining the origins of the large positive thermal expan-
sion, PTE, and negative thermal expansion, NTE, coefficients.
For archetypical MOFs such as IRMOFs and HKUST-1,

several relevant mechanisms and factors of influence have been
identified. These are related to optical[29,31,32,34,55,56] or acoustic[52]

phonons, and potentially also to adsorbates,[54] where a correct
treatment of anharmonicities in the potential energy surface has
been shown to be crucial.[62] These considerations emphasize
that studying thermal expansion is also an important first step
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Figure 1. a) Linear and b) volumetric thermal expansion coeffi-
cients for several MOFs reported in literature based on mod-
eling (IRMOFs,[21,26,52–55] DUTs,[56] HKUST-1,[26] paddle-wheel
MOFs,[30] MOF-74,[57] and others[26,56,58,59]) or experimental stud-
ies (IRMOFs,[29–32] DUTs,[30,33] HKUST-1,[30,34–36] paddle-wheel
MOFs,[22,30,37] UiOs,[30] FMOF-1,[38] MCF-34,[39] ZIF-8,[40] MOF-74,[41]

and others[42–51]). The colossal thermal expansion coefficients of FMOF-1
in nitrogen atmosphere (−1.3 × 10−2 and 1.2 × 10−2 in the ab-plane and
in c-direction,[38] respectively) are not shown to enhance the visibility of
the remaining MOF systems. The horizontal bars are drawn from the
minimum to the maximum reported value of the respective MOF family,
with vertical lines and hatched areas inside the colored bars representing
individual values and ranges of thermal expansion values (e.g., upon
varying linker lengths, adsorbates, topology, etc.) They have been taken
from different papers and are reported for different crystallographic
directions. The vertical red and blue lines in panel (a) denote the
calculated linear thermal expansion coefficients (from the present work)
for (activated) MOF-74(Zn) at 300 K in x(y)- (𝛼11) and z-direction (𝛼33) at
300 K, respectively. The red line in panel (b) indicates the low volumetric
thermal expansion coefficient, 𝛼V , (at 300 K) calculated in this work.

toward understanding the anharmonic character of phonon
modes in MOFs, which is relevant also for other processes
like thermal conduction.[62–67] Particularly relevant quantities
in this context are the so-called mode Grüneisen parameters,
which describe the relative changes of the frequencies of indi-
vidual phonon modes with the unit-cell volume (or the applied
strain). These mode Grüneisen parameters are directly con-
nected to higher-order force constants beyond the harmonic
approximation.[68–70] In this context, non-cubic MOFs are partic-
ularly interesting, as they allow studying the effects of anisotropic
anharmonicities.

A practically relevant example of such an anisotropic sys-
tem is zinc-based MOF-74,[71,72] which is in the focus of the
present study. MOF-74 has been employed in different applica-
tions including colorimetric sensing,[73] adsorption chillers,[74]

drug delivery,[75] and gas storage for, e.g., CO2
[76] and H2.

[9,77]

When considering the thermal expansion of MOFs, MOF-74
shows comparably small linear expansion coefficients. Thus,
MOF-74 can rather be defined as a low-thermal-expansion ma-
terial (LTE). In fact, its volumetric thermal expansion coefficient
is particularly low at relevant temperatures, such that it lies in
a similar range as certain ceramics often referred to as zero-
thermal-expansion materials (ZTE).[78–83] In contrast to classical
ZTE materials, in which the vanishingly small volumetric ther-
mal expansion coefficients are caused by small linear coefficients
in all spatial directions, in MOF-74 the particularly small volu-
metric expansion is the consequence of cancellation effects. They
are caused by the combination of the PTE and NTE behavior in
different spatial directions, as will be discussed in more detail
below. Thus, in the following, we will exclusively refer to MOF-
74 as an LTE material. Its LTE behavior is consistent with ex-
isting “rough” theoretical estimates[57] (relying on a mixture of
density-functional theory and force field calculations disregard-
ing the anisotropy of the material). It is also in line with previous
experimental findings for magnesium-based MOF-74,[41] which
at room temperature suggest a positive thermal expansion co-
efficient of ≈6.7 × 10−6 K−1 along the pore axis and a negative
thermal expansion coefficient of ≈−1.5 × 10−6 K−1 perpendicu-
lar to it. This raises the question, which mechanisms are respon-
sible for the LTE behavior of MOF-74. The structure of MOF-
74 comprises hexagonal channels with 1D metal-oxide SBUs lo-
cated at the corners of the hexagons and organic linkers forming
the walls in between (see Figure 2). The physical properties of
MOF-74 distinctly differ for directions along its pores and per-
pendicular to them. This is not surprising, considering that for
the former the characteristics of the inorganic SBUs dominate,
while for the latter the organic linkers play a much more promi-
nent role.[57,64,84] The fundamental reasons for the LTE behavior
of MOF-74, however, remain unclear. The present study aims at
changing that by identifying the origins of the low thermal ex-
pansion of pristine zinc-basedMOF-74 at an atomistic level, with
a particular focus on the material’s anisotropy. To this end, we
combine diffraction studies with theoretical considerations based
on state-of-the-art ab initio simulations within the framework of
the Grüneisen theory of thermal expansion.[85] This approach (in
contrast to, for example, molecular dynamics simulations) allows
a phonon-resolved analysis of the situation such that one can
assign to each phonon mode a quantitative contribution to the
thermal expansion tensor. By analyzing the frequency ranges and
wave vector-dependencies of the phonon bands with particularly
relevant contributions, one is then able to identify trends and
to systematically unravel the mechanisms behind the observed
behavior. On more methodological grounds, we will also criti-
cally assess the performance of various approaches within the
quasi-harmonic approximation (QHA) (mostly within the Sup-
porting Information).[70,86,87] Moreover, we will emphasize the
delicateness of modeling effects that are as small as the ther-
mal expansion of MOF-74 by comparing the results obtained
with the supposedly very similar PBE[88,89] and PBEsol[90,91]

functionals.
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Figure 2. a) Top and b) side view of the rhombohedral crystal structure of MOF-74 illustrating the two independent lattice parameters, a and c. The
projections of the lattice vectors (⃖⃖⃖⃗an with n = 1,2,3) are shown as colored arrows. The lattice parameter a is drawn in a way that it corresponds to the

Cartesian x-component of lattice vector ⃖⃖⃖⃗a1. The primitive Cartesian lattice vectors are constructed from a and c in the following way: ⃖⃖⃖⃗a1 = [a, a∕
√
3, c],

⃖⃖⃖⃗a2 = [a,−a∕
√
3, c], and ⃖⃖⃖⃗a3 = [0,−2a∕

√
3, c]. The vertical dash-dotted line denotes the plane at which the structure is cut for the side view shown in

panel (b), as seen in the direction of the black arrows. b) Side view of the crystal structure illustrating the second independent lattice parameter c as the
Cartesian z-component of all three lattice vectors. Atomic color coding: H: white, C: grey, O: red, and Zn: purple. c,d) Details of the structure of MOF-74
in which the most relevant geometric descriptors are shown: the cross-sectional area of the nodes, AΔ, defined by the projection of the centers of the
Zn2+ ions onto the xy-plane, the inclination angle, ϕ, between the edges of the nominal pore wall (i.e., the hypothetic regular hexagon connecting the
centers of the nodes; black horizontal line in panel (c)) and the projections of the linker backbones onto the xy-plane, the dihedral angle, 𝜏, between the
COO− group of the linker and the phenylene ring, and the polar linker tilt angle, 𝜃, between the node axes (parallel to the z-axis) and the long molecular
axes of the linkers (dash-dotted line).

The article is structured as follows: first, we briefly discuss the
crystal structure of MOF-74 and provide the relevant synthetic,
experimental, and theoretical details including a short summary
of the Grüneisen theory of thermal expansion. Subsequently, the
experimental results and their evaluation are discussed, followed
by a detailed (phonon-resolved) analysis of the governing anhar-
monicities and contributions to the thermal expansion. This is
concluded by a short discussion ofmethodological aspects.While
the experiments yield observable thermal expansion values and
represent a basis for the calculations, the simulations provide the
desired mechanistic insights.

2. Experimental Section

2.1. The Crystal Structure of MOF-74

The primitive crystallographic unit cell of MOF-74 with its
three lattice vectors, ⃖⃖⃖⃗an (n ∈ {1,2,3}), is shown in Figure 2. Al-
though MOF-74 could be synthesized with a number of differ-
ent metal ions,[92–98] with linkers consisting of more than one
benzene ring,[72] and with modified docking groups,[99] when-
ever it is referred to MOF-74 in the remainder of this article
it means pristine and activated MOF-74 based on Zn2+ ions

connected by 2,5-dihydroxy-terephthalate linkers. The structure
of MOF-74 belongs to space group R3̄ (international number
148) and has a rhombohedral (trigonal) Bravais lattice. Unlike
many other MOFs, MOF-74 formes 1D extended pores arranged
in a honeycomb-like lattice. This results in a distinct structural
anisotropy. Accordingly, also the metal (oxide) nodes consist of
(infinitely extended) quasi-1D arrangements of Zn and O atoms.
Note that in the activated (pristine) state, the Zn atoms in MOF-
74 are undercoordinated, but still exhibit an (approximately) oc-
tahedral coordination geometry. Due to its rhombohedral sym-
metry, the lattice has two independent lattice parameters, a and c
(from which the primitive lattice vectors are constructed as ex-
plained in the caption of Figure 2): The distance between the
metal atoms along the z-axis in the nodes equals c, while the
pore diameter in the xy-plane (i.e., the distance between two op-
posite corners of the hexagon) equals 4a/3, as illustrated in Fig-
ure 2a. Because of this distinct structural anisotropy, also the ma-
terials properties are expected to strongly depend on the crystal-
lographic directions. This circumstance offers ideal conditions to
separately study anharmonic effects in the z-direction and in di-
rections within the xy-plane. These can then be associated with
the nodes (dominating in z-direction) and the linkers of theMOF
(relevant in the xy-plane).

Adv. Theory Simul. 2022, 5, 2200031 2200031 (3 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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In order to gain mechanistic insight and to qualitatively ratio-
nalize the signs of the mode Grüneisen tensor components in
Section 3, it was analyzed, how certain geometric descriptors are
impacted by the different phonon modes. This strategy was sim-
ilar to the one used in ref. [84], where such descriptors quantified
the structural changes upon applying stress to the unit cell of
MOF-74. The geometric descriptors include: the cross-sectional
area of the nodes, AΔ, defined by the projection of the centers
of the Zn2+ ions onto the xy-plane, the inclination angle, ϕ, be-
tween the edges of the nominal pore wall (i.e., the hypothetic reg-
ular hexagon connecting the centers of the nodes) and the pro-
jections of the linker backbones onto the xy-plane, the dihedral
angle, 𝜏, between the COO− group of the linker and the benzene
ring, and the polar linker tilt angle, 𝜃, between the node axes and
the long molecular axes of the linkers. The mentioned descrip-
tors are schematically depicted in Figure 2c,d. For more details
about their definition see Section S10, Supporting Information
and ref. [84].

2.2. Experimental Methods

The studied MOF-74 powder samples were obtained following
the solvothermal synthesis protocols of ref. [100]. Temperature-
dependent X-ray diffraction (XRD) was used to study the pris-
tine MOF. Prior to the XRD measurements, the samples were
activated directly in the in situ temperature chamber (TTK 600
from Anton Paar) by heating them to 300 °C in vacuum (10−2

mbar) and keeping them at that temperature for 15 min. Af-
ter the activation, the temperature was decreased stepwise, and
X-ray diffractograms were recorded in Bragg–Brentano geome-
try using a PANalytical Empyrean diffractometer with a Cu ra-
diation source, a primary Soller slit with a divergence angle of
0.02 rad, a divergence slit of 0.25°, a secondary 0.02 rad Soller slit,
an anti-scatter slit with an angle of 0.25°, and an X’Celerator de-
tector. To avoid a decrease in intensity, no additional monochro-
mator was used, and to improve the thermal equilibration of
the sample, a waiting time of up to 30 min was introduced be-
tween the time, when the internal sensor of the heating stage
reached the set point temperature and when the XRD measure-
ments were started. Furthermore, at each temperature the sam-
ple was aligned with respect to the X-ray beam to account for the
thermal expansion of the setup.
The experimental results were analyzed using Bayesian prob-

ability theory to achieve meaningful results.[101] This was neces-
sary due to the very minor change of the structural parameters
with temperature combined with average peak widths of 0.19°.
Additionally, a statistical analysis also allowed to take into account
uncertainties in the determination of the sample temperature.
Finally, employing a probabilistic approach also enabled the de-
termination of estimators for the uncertainty of the calculated
results. A mathematically rigorous description of the employed
approach can be found in Section S2, Supporting Information.

2.3. Theoretical Methods

To generate the desired level of atomistic insight, ab initio cal-
culations were carried out in the framework of density func-

tional theory (DFT),[102,103] employing the VASP[104–107] code (ver-
sion 5.4.4). Technically, these simulations were performed at 0
K (i.e., unlike in a molecular dynamics run, the atoms were
kept fixed at their positions), but the temperature dependence
of the phonon frequencies and occupations and, thus, the ther-
mal expansion tensor were accounted for, as described below.
The exchange-correlation contributions were described via the
PBEsol functional[90,91] in combination with the D3-BJ[108,109] a
posteriori van derWaals correction. Additionally, tests employing
the PBE functional[88,89] are contained in Sections S4, S5, Sup-
porting Information. Here it should not be concealed that they
yield a different sign for the thermal expansion coefficient of the
lattice parameter c compared to employing PBEsol. This is pri-
marily a consequence of the fact that in MOF-74 one is dealing
with overall very small effects. As discussed briefly at the end
of the Section 3 and in more detail in Section S5, Supporting
Information, the origin of the observation can be traced back
to qualitatively different, small changes of certain geometric de-
scriptors with strain or phonon displacements that are observed
for the two functionals. In this context, it should, however, be
stressed that PBEsol is supposed to yieldmore accurate structural
properties[90,91,110] and thermal expansion coefficients[70,111,112] for
solids (with smaller charge density gradients). Thus, the vast ma-
jority of studies calculating thermal expansion coefficients within
DFT typically relies on the PBEsol functional. Moreover, only
PBEsol yields results that are consistent with the most probable
outcome of the authors’ experiments (see below) and with the
neutron diffraction data of the Mg-analogue of MOF-74 in ref.
[41]. Finally, as again shown in Section S3, Supporting Informa-
tion, only with PBEsol qualitatively consistent trends between the
most sophisticated calculations performed within the QHA and
in the framework of the Grüneisen Theory of thermal expansion
are obtained. Therefore, in the main manuscript the results of
the PBEsol calculations are primarily focused on.
In the simulations, the crystal structure of the primitive unit

cell (including lattice parameters) was first optimized to maxi-
mum residual forces below 1 meV Å−1 using a 3 × 3 × 3 k-mesh
and a plane wave energy cutoff of 1000 eV for the optimization of
the lattice constants and atomic positions. The elastic tensor and
the compliance tensor were calculated according to the approach
described in ref. [84] and in Section S4, Supporting Information,
keeping the particularly high cutoff energy of 1000 eV, follow-
ing the convergence studies shown in ref. [84]. Based on careful
and extensive convergence tests discussed in Section S4, Support-
ing Information, a 1 × 1 × 3 supercell of the conventional unit
cell was employed for the subsequent phonon calculations. This
hexagonal supercell contained nine primitive unit cells, as shown
in Section S4.3, Supporting Information. As a consequence of the
supercell size, its electronic structure had to be sampled only at
the Γ-point to achieve convergence. An advantage of the conven-
tional unit cell is that it allows to probe the interatomic force con-
stants more efficiently in real space, since a corresponding 1 × 1
× 3 supercell has approximately the same unit-cell extents along
all directions. For the phonon calculations, due to the enormous
system size of the supercells, the plane wave energy cutoffwas re-
duced to 800 eV (which required a reoptimization of the atomic
positions with this cutoff, which was done for the primitive unit
cell with a 3 × 3 × 3 k-mesh, see Section S4, Supporting Infor-
mation). In all simulations, an energy convergence criterion of
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10−8 eV for the self-consistency cycle, and a Gaussian smearing
of the electronic states with a width of 0.05 eV were employed.
For the chosen way of incorporating temperature (entropy) ef-

fects into the thermodynamic considerations, one first requires
the phonon band structures of the material. For those phonon
band structure calculations, the phonopy[113] package (version
2.9.1) was used and the first Brillouin zone was sampled with
a 20 × 20 × 20 mesh of phonon wave vectors, q, when calculating
thermodynamic properties.
When following the evolution of the above-defined geomet-

rical descriptors as a function of strain, two distinct situations
were considered : i) uniaxial strain parallel to the pore (i.e., in z-
direction) and ii) isotropic strain perpendicular to the pore (i.e., in
the xy-plane). The latter is a more realistic scenario than applying
uniaxial strain in either x- or y-direction because in the absence
of external stresses, the thermal strain is isotropic in the xy-plane
for a system with rhombohedral symmetry.
For the visualization of the crystal structure and of phonon

modes, as well as for recording the corresponding animations,
the Ovito package (version 3.3.1) was used.[114]

2.3.1. Anisotropic Thermal Expansion

One possible strategy for computing the thermal expansion ten-
sor of amaterial would be to calculate the temperature-dependent
(non-equilibrium) total Gibbs free enthalpy, G, (i.e., the contri-
butions from electrons, phonons, and the elastic energy due to
externally applied stress[115–117]) for various combinations of lat-
tice constants. Then, at each temperature, one could identify the
set of lattice constants, which minimize the free enthalpy at each
temperature to determine the thermal expansion coefficients.
This minimization is typically achieved by fitting an analytical
function (such as the well-known equations of state of Birch,[118]

Murnaghan,[119] or Vinet et al.[120]) to the free enthalpy-versus-
lattice constants data and taking the minimum of the chosen
model function (which are systematically compared in refs. [121,
122]). This approach is commonly referred to as the QHA.[70,86,87]

Several flavors of this approach were applied to the case of MOF-
74, as discussed in Section S3, Supporting Information, includ-
ing the procedure followed by George et al.[123] for several or-
ganic crystals and the approach by Holec et al.[124] who incorpo-
rated the anisotropy at a more sophisticated level. Overall, the
results of the common QHA-based approaches sensitively de-
pended on fitting and minimizing Gibbs free enthalpies with re-
spect to finite strains. For thermal expansion coefficients as small
as the ones encountered in MOF-74, the changes in the free en-
thalpy became, however, so small that fitting a model function
and finding the associated minima (relying on well-established
routines of the numpy,[125] scipy,[126] or scikit-learn[127] packages)
became numerically stable only for applied strains much larger
than the thermal strains suggested by the authors’ experiments.
This means, for realistically small strains, the QHA fitting and
minimization became highly inaccurate, while for unrealistically
large strains, the results obtained within the QHA overestimated
the thermal expansion especially for the lattice parameter c (see
the extensive discussion in Section S3, Supporting Information).
In the case of MOF-74, the authors, therefore, resorted to the

Grüneisen theory of thermal expansion,[85] which is amore direct

quasi-harmonic approach to access the thermal expansion tensor
without the need to fit free enthalpies.[70,85] In combination with
the PBEsol functional this approach yielded results in rather good
qualitative and also quantitative agreementwith the experimental
observations shown below.
The central quantity in the Grüneisen theory is the mode

Grüneisen tensor, 𝛾𝜆ij (Cartesian components i, j ∈ {1 = x, 2 = y, 3
= z}). It is defined as the (negative) first derivative of the phonon
frequency, 𝜔, with respect to the components of the strain ten-
sor, 𝜖ij, for each phonon mode, 𝜆 (as indicated by super- and
subscripts):[68,70,128]

𝛾𝜆ij = − 1
𝜔𝜆

𝜕𝜔𝜆

𝜕𝜀ij
(1)

In practice, the partial derivatives in Equation (1) were deter-
mined based on the derivatives of the dynamical matrix (at 0 K),
which were approximated by finite differences (see Section S3.7,
Supporting Information). Hence, it was necessary to calculate the
dynamical matrix for the equilibrium unit cell at 0 K as well as
the dynamical matrices for suitably strained cells. In order to im-
prove the numerical accuracy in the calculation of the finite dif-
ferences, a more accurate fourth-order finite difference scheme
was implemented, as detailed in Section S3.7, Supporting Infor-
mation, where also the choice of 10−3 for the strain step size is
briefly motivated.
Based on the mode Grüneisen tensors, one can calculate the

temperature-dependent mean Grüneisen tensor, ⟨𝛾ij⟩, employ-
ing Equation (2). It can be interpreted as the average value of 𝛾𝜆ij
weighted with the phonon mode contributions to the heat capac-
ity (in the grand-canonical ensemble), cv

𝜆, at a specific tempera-
ture, T:

⟨𝛾ij⟩ (T) =
∑

𝜆 c
𝜆
v
(T) 𝛾𝜆ij∑

𝜆 c𝜆v (T)
(2)

Note that the temperature dependence of ⟨𝛾ij⟩ arises solely
from the temperature dependence of the mode contributions
to the heat capacity, while, at the same time, the (0 K-) mode
Grüneisen tensors is used.
Finally, the thermal expansion tensor, 𝛼ij, is directly related to⟨𝛾ij⟩, to the compliance tensor, Sijkl, and to the phonon heat ca-

pacity per volume, CV/V, according to Equation (3).
[70]

𝛼ij =
CV

V

∑
kl

Sijkl⟨𝛾kl⟩ (3)

A derivation of this equation is contained in Section S3.7, Sup-
porting Information. In contrast to the situation in cubic mate-
rials, the entire compliance tensor rather than the (inverse) bulk
modulus enters Equation (3), such that the crystal anisotropy is
considered when (thermal) stresses lead to (anisotropic) strains.
In contrast to QHA-based approaches (see Section S3, Support-
ing Information), one cannot readily predict the temperature de-
pendence of the compliance tensor with the Grüneisen theory.
In fact, considering the variation of Sijkl with temperature would
drastically increase the complexity of the calculations, making
them prohibitively expensive for sophisticated ab initio methods.

Adv. Theory Simul. 2022, 5, 2200031 2200031 (5 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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To avoid resorting to a lower level of theory, the authors,
thus, used the compliance tensor obtained from precise DFT-
calculations of the 0 K-structure. Consequently, the temperature
dependence of the thermal expansion tensor was approximated
to arise solely from the numerator of Equation (2) (as the denom-
inator cancels with the heat capacity in Equation (3)). Neglecting
the temperature dependence of the compliance tensor is a draw-
back of the Grüneisen theory of thermal expansion, but it made it
possible to rely on accurate ab initio calculations. Moreover, since
MOF-74 is an LTE material,[41,57] the assumption of a negligible
temperature dependence of Sijkl appeared well justified.
One of the distinct advantages of the Grüneisen theory of ther-

mal expansion is its ability to provide information on the con-
tributions of specific phonon modes, 𝜆, to the thermal expan-
sion tensor. These mode contributions, 𝛼𝜆

ij , can be defined in a
straightforward manner by combining the thermal averaging of
the Grüneisen tensor in Equation (2) with the general expression
for 𝛼 in Equation (3). This yields Equations (4) and (5), which
define the mode contributions to 𝛼ij. They depend on the compli-
ance tensor, themode Grüneisen tensor, 𝛾𝜆ij , and themode contri-
bution to the phonon heat capacity, cv

𝜆 (withNq being the number
of wave vectors used to sample reciprocal space):

𝛼ij (T) =
1
Nq

∑
𝜆

𝛼𝜆
ij
(T) (4)

with

𝛼𝜆
ij
(T) = 1

V

∑
kl

Sijklc
𝜆
v
(T) 𝛾𝜆kl (5)

Due to the symmetry of MOF-74, which belongs to the rhom-
bohedral crystal class, the equations above can be further simpli-
fied, as the associated mean Grüneisen tensor (with Cartesian
components ij) has only two independent, non-zero elements,
⟨𝛾11⟩ and ⟨𝛾33⟩ with ⟨𝛾11⟩ = ⟨𝛾22⟩ ≠ ⟨𝛾33⟩ and ⟨𝛾ij⟩ = 0 for i ≠ j[129]

(see also Section S3, Supporting Information). The same applies
to the thermal expansion tensor, 𝛼ij, with 𝛼11 = 𝛼22 ≠ 𝛼33 and 𝛼ij
= 0 for i ≠ j. Moreover, when again exploiting the symmetries of
MOF-74 and rewriting the elements of the compliance tensor in
Voigt notation (as detailed for MOF-74, e.g., in ref. [84]), Equa-
tion (3) can be simplified to

𝛼11 =
CV

V

((
S11 + S12

) ⟨𝛾11⟩ + S13⟨𝛾33⟩
)

(6)

and

𝛼33 =
CV

V

(
2S13⟨𝛾11⟩ + S33⟨𝛾33⟩

)
(7)

Given the diagonal form of 𝛼, the 𝛼11 element is equivalent to
the thermal expansion coefficient of lattice parameter a (i.e., the
lattice parameter perpendicular to the pore of MOF-74), while 𝛼33
corresponded to that of lattice parameter c (i.e., the lattice param-
eter in pore direction). Themode contributions, 𝛼𝜆

11 and 𝛼
𝜆
33, were

defined in analogy to Equation (5) using the same symmetry-
inequivalent elements as in Equations (6) and (7).

3. Results and Discussion

3.1. Experimental Results

WhileMOFs often shownotable (negative) thermal expansion co-
efficients (see Figure 1) and comparably large shifts in the asso-
ciated XRD peaks, for MOF-74 the peak positions display excep-
tionally small temperature-induced shifts, as illustrated in Fig-
ure 3a. This severely complicates the determination of experi-
mental thermal expansion coefficients, especially in view of the
rather broad peaks compared, for example, to metals.
Therefore, we evaluated the data using the Bayesian approach

described in detail in Section S2, Supporting Information. This
yielded the posterior probability distribution functions for the in-
dependent lattice constants, a and c (see Figure 3b,c) and for the
associated thermal expansion coefficients, 𝛼11 and 𝛼33, shown in
Figure 3d,e. Equivalent plots for the temperature dependences of
the probability densities of the unit-cell volume, V, and the asso-
ciated volumetric thermal expansion coefficient, 𝛼V , can be found
in Section S2, Supporting Information. Although the probabilis-
tic uncertainty for the thermal expansion tensor elements is rel-
atively large compared to the calculated expectation values, still
certain trends can be observed: first and foremost, all data clearly
show that the thermal expansion coefficients of MOF-74 are very
small, confirming the notion that MOF-74 is an LTE material, as
indicated already in the Section 1 (see Figure 1). Moreover, 𝛼11
tends to adopt slightly negative values, which is consistent with
a weak drop of the lattice parameter a in Figure 3b. The situation
is more involved for lattice parameter c (see Figure 3c): it appears
to grow between 123 K and 298 K and above ≈400 K; correspond-
ingly, 𝛼33 is positive for a significant fraction of the covered tem-
perature region. There is, however, also a drop between 298 K and
≈400 K, which is accompanied by particularly broad probability
distributions at 273 K and at 298 K. The reason for that is not
fully understood, but it might be an indication for certain struc-
tural rearrangements within the MOF resulting in an increased
degree of disorder at those temperatures.
Overall, the data suggest that 𝛼11 and 𝛼33 are not only differ-

ent in magnitude, but also in sign. This interpretation is sup-
ported by qualitatively analogous results for magnesium-based
MOF-74 measured by means of neutron powder diffraction.[41]

We hypothesize that this difference in sign is a consequence of
the 1D nature of the pores (channels). As a result of the differ-
ent signs of 𝛼11 and 𝛼33, the volumetric thermal expansion coeffi-
cient, 𝛼V ≈ 2𝛼11 + 𝛼33 (see Section S3, Supporting Information),
is approximately zero, albeit at an increased level of uncertainty
compared to 𝛼11 and 𝛼33.
In passing we note that the temperature plotted on the hori-

zontal axes in Figure 3b–e is the setpoint temperature measured
at the temperature sensor inside the sample holder. In spite of the
long equilibration times after reaching the setpoint temperature
(see Section 2), there is a possibility that this temperature dif-
fers notably from the actual sample temperature due to the lack
of convective heat transport for the measurements performed in
vacuum (see activation of the MOF in the Section 2). Therefore,
we additionally considered an uncertainty in the temperature in
our Bayesian analysis (by means of Gaussian probability densi-
ties with a standard deviation of 20 K centered at the setpoint tem-
peratures) and calculated an average linear expansion coefficient

Adv. Theory Simul. 2022, 5, 2200031 2200031 (6 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 3. a) Powder XRD patterns of the activated MOF-74 sample for various temperatures. The vertical black dashed lines highlight the (fitted) peak
positions at 300 K and serve as guide to the eye, emphasizing the particularly small peak shifts with temperature. b,c) Posterior probability distribu-
tions, p(a|d) and p(c|d), (i.e., conditional probability densities given the entirety of experimental data referred to as “d”) for the two independent lattice
parameters, a and c, as a function of the setpoint temperature obtained from a Bayesian evaluation of the XRD patterns. The white horizontal lines
denote the maximum measured value for a and the minimum measured value for c (in terms of their expectation values) for the given temperature
range and are guides to the eye. The thin black vertical lines indicate the boundaries of the discrete temperature stripes of which the probability density
map is composed. Due to an offset in the lattice parameters between the values obtained from the DFT optimization (at 0 K) and the measured lattice
parameters at the lowest temperature (91 K), which is larger than the temperature-induced changes (the simulations underestimate the unit-cell volume
by ca. 2%), the theoretical values of a(T) and c(T) are not shown. d,e) Posterior probability distributions, p(𝛼ij|d), for the two independent elements of the
thermal expansion tensor, 𝛼11 and 𝛼33, as a function of temperature obtained from a Bayesian evaluation of the XRD patterns. These elements describe
the temperature dependence of the lattice parameters a and c, respectively. The thick black lines connect the expectation values of the distributions at
each temperature, while the dashed black lines show the temperature dependence of the theoretical results derived from the simulations presented in
this work. The white horizontal lines denote the value zero and are guides to the eye. The thin black vertical lines indicate the boundaries of the discrete
temperature stripes of which the probability density map is composed.

Adv. Theory Simul. 2022, 5, 2200031 2200031 (7 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 4. Temperature dependence of a) the two independent components of the thermal expansion tensor, 𝛼ij, calculated applying Grüneisen theory,
b) the resulting volumetric thermal expansion coefficient, 𝛼V ≈ 2𝛼11 + 𝛼33, and c) the two independent components of the mean Grüneisen tensor,
⟨𝛾ij⟩, entering the expressions for the thermal expansion tensor. Panel d) contains the absolute value of the two curves shown in panel (c) plotted on a
logarithmic scale. Dashed (solid) segments of the lines denote regions in which the mean Grüneisen tensor elements are negative (positive).

for the entire temperature range, �̄�. This analysis, which is de-
tailed in Section S2.1, Supporting Information, yielded qualita-
tively unchanged trends of the linear (𝛼11 = (−2 ± 1) × 10−6 K−1

and 𝛼33 = (4 ± 2) × 10−6 K−1) and volumetric (𝛼V = (−1 ± 4) ×
10−6 K−1) thermal expansion coefficients.
To unravel the origin of the extraordinarily small (anisotropic)

thermal expansion coefficients, we next discuss the results of the
ab initio simulations, including a phononmode-resolved analysis
of the relevant contributions to the thermal expansion tensor.

3.2. Theoretical Considerations

3.2.1. Güneisen Theory and Macroscopic Effects

The temperature dependence of the calculated thermal expan-
sion tensor components is plotted in Figure 4a, showing NTE
perpendicular to the pore (𝛼11 ≤ 0 for all temperatures) and for
most temperatures PTE parallel to the pore (𝛼33 > 0 for temper-
atures > 70 K). The volumetric thermal expansion coefficient is
given by 𝛼V ≈ tr(𝛼ij) = 2𝛼11 + 𝛼33. Due to the simultaneous NTE
and PTE behavior of the material around room temperature the
calculated value of 𝛼V becomes extremely low (≈3 × 10−6 K−1 at
300 K), as shown in Figure 4b. This is consistent with the exper-
imental finding.
Beyond the partial cancellation of 𝛼11 and 𝛼33 for 𝛼V , also the in-

dividual tensor components are relatively small (|𝛼11| < 5 × 10−6

K−1 and |𝛼33| < 10.3 × 10−6 K−1), especially in view of the large
(negative) thermal expansion coefficients frequently observed in

MOFs and other porous materials (see Figure 1). This suggests
that also for the individual tensor elements certain cancellation
effects occur, which keep the thermal expansion at such low val-
ues.
To identify these cancellation effects, the role of the compli-

ance and the mean Grüneisen tensor in Equations (6) and (7)
will be analyzed as a next step (see Section 2). Before discussing
the more intricate influence of the mean Grüneisen tensor, it is
useful to briefly comment on the role of the compliance tensor
elements appearing in Equations (6) and (7). A more in-depth
discussion of the elastic properties of MOF-74 can be found in
ref. [84], which also includes a discussion of their atomic origins.
Here it is necessary to highlight that only four out of the seven[84]

independent elements of S play a role for thermal expansion
within Grüneisen theory: the two elements S11 and S33 couple
stress and strain that are both oriented in x-(or y-) and z-direction,
respectively. The other two elements, S12 and S13, couple stress
and strain in x- and y-direction (both perpendicular to the pore)
with the corresponding quantities in y- (or x-) and in z-direction
(i.e., perpendicular and parallel to the pore), respectively.
The compliances with the largest (absolute) magnitude are S11

and S12 (S11 = 180 TPa−1, S12 = −155 TPa−1, obtained employing
the PBEsol functional; similar values have been obtained for PBE
(see ref. [84]; Section S5, Supporting Information). They, how-
ever, appear only as a sum in Equation (6) and, due to their dif-
ferent signs, the sum S11 + S12 amounts to only 25 TPa−1. This
substantial cancellation is a result of the fact that when MOF-
74 is exposed to, for example, compressive uniaxial stress in x-
direction, the resulting compression in x-direction almost equals

Adv. Theory Simul. 2022, 5, 2200031 2200031 (8 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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the perpendicular expansion in y-direction. Consequently, simul-
taneous stress in the x- and y-directions triggers expansions and
compressions both in x and y, which largely cancel each other.
In passing we note that this compensation effect not only im-
pacts thermal expansion, but also results in a particularly small
compressibility in the xy-plane (as discussed in more detail in
ref. [84]). Despite the above-described cancelation effect, the first
term in Equation (6) still dominates 𝛼11, as the compliance S13,
which couples stress and strain parallel and perpendicular to the
pore axis, is even smaller than S11 + S12 (S13 = −3 TPa−1). Over-
all, as both compliance-related prefactors in Equation (6) are rel-
atively small, it is not surprising that 𝛼11 also remains relatively
small at all temperatures (|𝛼11| < 5 × 10−6 K−1).
Notably, similar cancellation effects do not appear for 𝛼33, since

S33 and S13 enter Equation (7) separately. This lack of cancellation
in the direction of the pores is again consistent with the mechan-
ical properties of MOF-74, where one finds that the compress-
ibility in z-direction is much larger than in the xy-plane.[84] The
fact that S33 (=68 TPa−1) is more than 11 times larger than |2S13|
(=−6 TPa−1), suggests that the ⟨𝛾33⟩-related term in Equation (7)
should dominate the evolution of 𝛼33.
Nevertheless, a complete picture concerning the sign and the

magnitude of the thermal expansion tensor elements can only
be obtained when also considering the temperature dependence
of the two independent elements of the mean Grüneisen tensor,
⟨𝛾ij⟩, which are plotted in Figure 4c. Their absolute values are
plotted also in Figure 4d on a logarithmic scale.
Notably, for temperatures above 100 K, both |⟨𝛾11⟩| and ⟨𝛾33⟩

are very small (below 0.51 and 0.19, respectively). The different
signs of the components of themeanGrüneisen tensor in combi-
nation with the signs of the relevant compliance tensor elements
discussed above lead to small negative values of 𝛼11 and small
positive values of 𝛼33, consistent with the trends of weak negative
and positive thermal expansion of the lattice parameters a and c
deduced from the experiments.
For temperatures below 100 K, the components of the mean

Grüneisen tensor display a pronounced temperature depen-
dence: ⟨𝛾11⟩ keeps its negative sign, but its absolute value in-
creases significantly at low temperatures. As a result, also the
dominating term in Equation (6) increases, resulting in a larger
negative thermal expansion coefficient 𝛼11. The reason for the
less pronounced increase of 𝛼11 compared to ⟨𝛾11⟩ at low tem-
peratures is the diminishing heat capacity CV. The evolution of
⟨𝛾33⟩ is fundamentally different: it starts out positive, becomes
negative in a narrow temperature window (12 K ≤ T ≤ 70 K),
and finally returns to the positive regime for high temperatures.
This evolution is again directly correlated with the temperature
dependence of 𝛼33, which switches sign in a similar temperature
range. The reason for 𝛼33 still showing comparably high values
above 100 K is the increasing heat capacity in combination with
⟨𝛾33⟩ dropping only rather weakly at higher temperatures.
We note in passing that the calculated heat capacities at con-

stant pressure (stress) and at constant volume (strain) are essen-
tially the same (see Section S3.1, Supporting Information). As the
difference between the heat capacities depends on products of
thermal expansion tensor elements, this can be understood from
the small thermal expansion coefficients due to the cancellation
effects for the compliance tensor elements and the generally rel-
atively small mean Grüneisen tensor elements.

The above considerations show that the thermal expansion be-
havior, on the one hand, is determined by the material’s elastic
properties (i.e., its compliance tensor), while, on the other hand,
also the mean Grüneisen tensor plays a crucial role. As men-
tioned above, a microscopic explanation for the elastic properties
of MOF-74(Zn) based on stress-induced atomistic displacements
is already contained in ref. [84]. A detailed explanation for the
characteristics of the Grüneisen tensor has, however, not been
provided yet. It requires an understanding of how its components
depend on the individual phononmodes of thematerial. This un-
derstanding will be provided in the following section.

3.2.2. Microscopic Origin: Phonon-Resolved Properties

The phonon-resolved contributions to the thermal expansion, 𝛼𝜆
ij ,

and the mode Grüneisen tensor components are shown in Fig-
ure 5a–d. Note that, in order to account for the rapid decrease of
the 𝛾𝜆ij and 𝛼

𝜆
ij with phonon frequency, the frequency scale is plot-

ted logarithmically (equivalent plots with linear frequency scales
can be found in Section S8, Supporting Information). Figure 5a,b
shows that the mode Grüneisen tensor elements become very
small above ≈10 THz, and the most relevant modes are found
below ≈3 THz. When considering their contributions to the ther-
mal expansion tensor, 𝛼𝜆

ij , the mode contribution to the heat ca-

pacity, cv
𝜆, acts as another low-pass filter. Therefore, 𝛼𝜆

ij (in con-

trast to 𝛾𝜆ij ) is temperature-dependent. Consequently, for low tem-
peratures the frequency up to which phononmodes contribute to
the thermal expansion is further reduced. This is explicitly shown
for 10 K by the light blue and yellow data points in Figure 5c,d.
Conversely, for temperatures>300K, themodeGrüneisen ten-

sor elements show a similar frequency dependence as the 𝛼𝜆
ij ;

that is, at room temperature cv
𝜆 only excludes modes which do

not show relevant mode Grüneisen tensor elements. As a con-
sequence, at even higher temperatures, the values of 𝛼𝜆

ij hardly
change anymore. This is shown in Figure 5c,d for a temperature
of 500 K (dark blue and dark red data points).
To avoid the false impression that a significant portion of

the overall phonon spectrum contributes significantly to thermal
expansion, Figure 5e,f compares the density of phonon states
(DOS) per logarithmic frequency interval, DOS𝜑 (for mathemat-
ical details see Section S6, Supporting Information) plotted on
a logarithmic frequency scale (analogous to panels (a–d)) with
a conventional density of states plotted over a linear frequency
scale. The vertical dashed lines in both plots refer to the frequency
of 3 THz above which the components of the mode Grüneisen
tensor become very small. This clearly illustrates that the modes
with appreciable values of 𝛾𝜆ij and, thus, 𝛼

𝜆
ij cover only a small frac-

tion of the entire phonon spectrum of MOF-74.
The observation thatmost phonon states are at higher frequen-

cies, where the mode Grüneisen tensor elements have small val-
ues, directly impacts the temperature dependence of the mean
Grüneisen tensor elements: when the temperature rises, an in-
creasing portion of the modes with particularly small 𝛾𝜆ij values
becomes occupied, such that the averaging process described in
Equation (2) generates very small values of ⟨𝛾ij⟩ as shown in Fig-
ure 4c,d. This is another key reason for the particularly small ther-
mal expansion coefficients of MOF-74 at room temperature.

Adv. Theory Simul. 2022, 5, 2200031 2200031 (9 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 5. a,b) 11- and 33-components of themodeGrüneisen tensor and c,d)mode contributions to the 11- and 33-components of the thermal expansion
tensor at 10, 300, and 500 K of MOF-74 as a function of the phonon frequency. The colored data points correspond to the values for modes sampling
the entire first Brillouin zone on a 20 × 20 × 20 mesh of wave vectors. In contrast, the black crosses denote the values for phonons at the Γ-point. The
Γ-modes highlighted by semi-transparent circles in panels (a) and (b) are the optical modes, whose displacement patterns are displayed in Figure 6
and Figure 7, respectively. The symbols in panels (c) and (d) are plotted with increasing size for higher temperatures to facilitate the visual recognition.
Panel e) shows the density of states per logarithmic frequency interval, DOS𝜑, plotted on a logarithmic frequency scale, while panel f) displays the
conventional density of states (DOS) and features a linear frequency scale. The detailed differences between the two quantities are explained in Section
S6, Supporting Information. The vertical dashed lines in all panels are drawn at a frequency of 3 THz and serve as guide to the eye.

Considering that the mode dependences of 𝛼𝜆
ij and 𝛾𝜆ij are es-

sentially identical for temperatures >200 K, the following more
in-depth discussion will be based on the data for 𝛾𝜆11 and 𝛾𝜆33
shown in Figure 5a,b. They contain the following key messages:
i) the 11-components of the mode Grüneisen tensors are primar-
ily negative (i.e., compressive strain in x- or y- direction decreases
the frequency of those phonons, which is referred to as “phonon
softening”) ii) conversely, the 33-components show negative and
positive contributions, with a dominance of the latter (i.e., com-
pressive strain in z-direction primarily increases the frequency
of the phonons). iii) The magnitudes of the 11-components are
typically somewhat larger than those of the 33-components (note
the different scales in the figures). iv) Finally, the contributions
of the Γ-phonons (denoted as the black crosses in Figure 5a–d)
typically deviate from those due to phonons with non-vanishing
wave vector (especially ≤ ca. 2 THz). This emphasizes that calcu-
lations of 𝛼ij based only on the (more easily accessible) Γ-phonons

are prone to missing the key anharmonicities responsible for the
thermal expansion. In the following sections, we will separately
discuss the most relevant optical and acoustic modes.

3.2.3. Role of the Optical Phonons

Despite the fact that also off-Γ phonons play a crucial role, for
assessing the nature of the most relevant optical phonon bands
with largemode Grüneisen parameters, it is useful to analyze the
corresponding eigenmode displacements at the Γ-point. This is
because—in the absence of avoided crossings—bands typically
keep their qualitative character. Moreover, the Grüneisen tensor
elements for the optical modes do not change as significantly
throughout reciprocal space as those of the acoustic modes. For
the analyzed optical Γ-modes, which are highlighted by semi-
transparent circles in Figure 5a,b, the mode Grüneisen parame-
ters are typically larger than those of higher-lying Γ-phonons. In

Adv. Theory Simul. 2022, 5, 2200031 2200031 (10 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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the following discussion, it also must be kept in mind that, over-
all, the mode Grüneisen parameters at Γ in MOF-74 are smaller
in comparison to those in other MOFs,[52,55,67,130] since one is
dealing with an LTEmaterial. Thus, the encountered correlations
are expected to be sometimes less obvious than for a material
with large positive or negative thermal expansion coefficients.
The relevant optical modes either typically involve pronounced

motions of the metal nodes relative to the docking groups of the
linkers, or they correspond to modes in which the linkers move
approximately as rigid units (“rigid unit modes”[131–135]). The lat-
ter have actually been associated with negative thermal expansion
effects observed in other MOFs.[34,54,56] Considering the nature of
these modes, it is useful to not only follow the displacement pat-
terns per se. Additionally, one ought to account for the evolutions
of the descriptors defined in Section 2 (Figure 2c,d) in case of i)
applied strains and for ii) the motion induced by specific modes.
Within the harmonic approximation, the displacements of indi-
vidual atoms show a strictly sinusoidal time dependence. This is,
however, typically not the case for the more complex descriptors.
Consequently, the excitation of specific phonons will induce net
positive or net negative changes of the time averages of the de-
scriptors relative to their equilibrium values (for more details see
Section S10, Supporting Information).
The first two optical modes at 0.89 THz (𝛾𝜆11 ≈ −7.80) and 2.05

THz (𝛾𝜆11≈ +3.45) show comparably large values of |𝛾𝜆11|. They
primarily correspond to rotations of the nodes around their axes
(see Figure 6a,b and animations, Supporting Information). The
higher-frequency mode (Figure 6b) is characterized by rotations
of all nodes in the same direction, while they rotate in alternat-
ing directions for the lower mode (Figure 6a). Although both
modes display a relatively large level of anharmonicity (i.e., large
Grüneisen tensor elements), only the lower one shows “phonon
softening,” as its frequency decreases upon compression in x-
(or y-)direction; that is, the associated 11-element of the mode
Grüneisen tensor has a negative sign.
The different signs of the 11 mode component of the

Grüneisen parameters of these modes can be understood from
comparing the atomic motions in Figure 6a,b and by computing
the evolutions of the geometric descriptors of MOF-74 as a func-
tion of the displacements along the normal mode coordinates. In
the lower frequency mode, as a result of the alternating node ro-
tation, the linkers periodically move inward and outward relative
to the pore center, similar to a bendingmotion. This mode is very
similar to the “trampoline mode” partly responsible for the neg-
ative thermal expansion in MOF-5[29,31,32,52,55] and HKUST-1.[34]

The inward- and outward motion of the linkers result in an in-
crease of their average lengths, which is energetically unfavorable
due to their stiffness.[84] The average cross-sectional area of the
nodes also increases, and, ideally, the diameter of the pores would
decrease such that there is less need for linker stretching. How-
ever, a change in the unit-cell parameters is conceptually impos-
sible for Γ-point modes and is, therefore, not visible in Figure 6a.
It is nevertheless implied that, due to the anharmonicity of the ac-
tual potential, exciting the mode at 0.89 THz favors pore shrink-
ing and, thus negative thermal expansion. In other words, if com-
pressive x-stress were applied to the MOF, the motion associated
with this phonon mode would be easier to accomplish, which
would reduce the stiffness of the mode and, hence, its frequency
such that the associated Grüneisen tensor element is negative.

Figure 6. Displacement patterns of the two lowest optical modes with
large |𝛾𝜆11|-values for MOF-74 plotted for the Γ-point phonons. Panel a)
shows the situation for band 4 (at 0.89 THz) and panel b) for band 5 (at
2.05 THz). The Γ-frequency (black text color) as well as the 11- and 33-
components of the associated Grüneisen tensors (blue and orange text
color) are shown for eachmode in parentheses. The undisplaced geometry
is shown in element-specific colors representing the respective atoms (C:
gray, H: white, O: red, and Zn: purple), while the structures displaced along
the eigenmodes are shown in green. The relevant motions are stressed by
arrows. The right panels show the cross sections indicated by the black
dash-dotted lines in the left columns (i.e., they illustrate the motions in
the pore walls).

In contrast, the frequency of the second mode involving linker
rotations (shown in Figure 6b) increases upon compressive x-(or
y-)strain. The most prominent change of an average geometric
descriptor for this mode is a decrease in the linker inclination, ϕ.
This parameter decreases also when applying compressive strain
in the xy-plane (see Section S10, Supporting Information). An ob-
servation that we consistently make is that, when dominant pa-
rameters change in the same direction due to compressive strain
and the excitation of the respective phonon, the corresponding
mode Grüneisen parameter is positive (see also below). We at-
tribute that to the fact that in such a case a simultaneous com-
pression of the MOF and an excitation of the phonon displace
the system more significantly from the global equilibrium posi-
tion. Due to the nature of the anharmonicities, this leads to an
increase of the phonon frequency.
Interestingly, “inclination modes” of the linker moieties sim-

ilar to the mode at 2.05 THz were found in MOF-5 to con-
tribute to the opposite effect, namely to negative thermal
expansion.[29,31,32,52,55] This can be understood from the fact that
in MOF-5 one starts from perfectly straight linkers such that an
“inclination mode” increases the average linker inclination and
shortens the unit cell, in contrast to the effect found in MOF-74.

Adv. Theory Simul. 2022, 5, 2200031 2200031 (11 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 7. Displacement patterns of low-frequency optical phonon modes with large (or particularly small) |𝛾𝜆33|-values for MOF-74 plotted for the Γ-
point phonons. Panel a) shows the situation for band 6 (at 2.60 THz), panel b) for band 8 (at 2.77 THz), panel c) for band 9 (at 2.83 THz), and panel
d) for band 11 (at 2.87 THz). Except for the mode in panel (b), all displayed modes show comparably large values of |𝛾𝜆33|. The Γ-frequency (black text
color) as well as the 11- and 33-components of the associated Grüneisen tensors (blue and orange text color) are shown for each mode in parentheses.
The undisplaced geometry is shown in element-specific colors representing the respective atoms (C: gray, H: white, O: red, and Zn: purple), while the
structures displaced along the eigenmodes are shown in green. The relevant motions are stressed by arrows. The bottom panels of panels (a) and (b)
show cross sections indicated by the black dash-dotted lines in the top panels (i.e., they illustrate the motions in the pore walls). Notably, there are two
pairs of bands, which are degenerate at the Γ-point at 2.77 and at 2.83 THz (bands 7 and 8 as well as bands 9 and 10). Of those, only the Γ-phonons of
band 8 and 9 are shown in panels (b) and (c). The other ones involve similar atomic motions (see animations in the Supporting Information). The blue
circles in panel (d) highlight the (carboxylic) oxygen atom which exhibits the most notable torsional motion.

As the strain-dependence of the above-discussed modes is in-
timately connected to the pore diameter rather than to the lat-
tice parameter c (along the nodes), the frequencies of the modes
change only very little for strain in z-direction, which results
in small associated Grüneisen tensor elements, 𝛾𝜆33. Conversely,
most of the remaining optical modes below 3 THz exhibit a
more pronounced anharmonic character for z-strain. The mode
at 2.60 THz displayed in Figure 7a shows a comparably large pos-
itive 𝛾𝜆33 element (+3.23). The associated atomic motion again
involves a variation in the linker inclination, ϕ, and also in the
linker tilt, 𝜃, albeit here the average angles increase. Additionally,
one can observe an increase in the average node cross-sectional
area, AΔ, which impacts the local Zn–O bonding geometry of
the nodes such that the average dihedral angle, 𝜏, between the
COO− group and the aromatic ring decreases. Upon compres-
sion in z-direction, both AΔ and 𝜏 increase considerably. Consid-
ering the flat torsional potential of the COO− group (as shown for
IRMOFs[67]), the increase of AΔ apparently dominates such that,
in line with the above arguments, 𝛾𝜆33 is positive.
The next higher optical, twofold degenerate mode at 2.77 THz

shows comparably small Grüneisen tensor elements, both, for
the 11- and the 33-component (see Figure 7b). This might be
because they primarily trigger a deformation of the hexagonal
shape of the pore, which is a very soft degree of freedom inMOF-
74.[84] In z-direction, the MOF experiences no drastic structural

changes for this vibration: the nodes and linkers are shifted al-
ternatingly in +z and −z direction, which is not a deformation
observed when applying z-strain.
The last two modes discussed here are again more relevant for

the thermal expansion of MOF-74: the twofold degenerate mode
at 2.83 THz characterized by deformations of the pore shape (see
Figure 7c) and the mode at 2.87 THz characterized by torsion of
the COO− groups of the linkers (see Figure 7d). They display neg-
ative (−2.73) and positive (+4.32) values of 𝛾𝜆33, respectively. For
the 2.83 THz mode with negative Grüneisen tensor elements,
one can rationalize the strain-induced phonon softening consid-
ering that z-compression and the phonon mode act in opposite
directions: during the (comparably soft) pore-deformation the av-
erage node area,AΔ, decreases and the linkers become flatter, that
is, 𝜃 increases. The opposite applies to the 2.87 THz mode: here,
the most relevant vibration-induced changes in the average geo-
metric descriptors are increases of 𝜏 and AΔ, which are both also
triggered by compressive z-strain.

3.2.4. Role of the Acoustic Phonons

Despite the impact of the optical phonons, the largest contri-
butions to the thermal expansion tensor arise from acoustic
phonons with finite wave vectors, as previously indicated in

Adv. Theory Simul. 2022, 5, 2200031 2200031 (12 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 8. PBEsol/D3-BJ-calculated phonon band structure of MOF-74 colored according to a,b) the mode Grüneisen tensor components, 𝛾𝜆11 and 𝛾𝜆33,
and c,d) themode contributions to the thermal expansion tensor components, 𝛼𝜆11 and 𝛼

𝜆
33, (see Equation (5)). e) First Brillouin zone ofMOF-74 including

the lattice parameters, ⃖⃖⃖⃗an, the reciprocal lattice vectors, ⃖⃖⃖⃗bn, and the high-symmetry points between which the band structures are drawn. f) Directions
of the high-symmetry paths ΓQ and ΓF in real space. They correspond to the z- and the x-axis, respectively and are, thus, parallel and perpendicular to
the pore direction. The high-symmetry points P and P1 lie slightly above and below the xy-plane and are denoted by an upward and a downward pointing
triangle.

Figure 5. The corresponding bands display a particularly large
dispersion. Therefore, it is useful to analyze the associated mode
Grüneisen constants in a wave-vector resolved fashion. The
calculated low-frequency phonon band structure (≤3 THz) for
MOF-74 is shown in Figure 8 with the bands colored according
to the elements of the mode Grüneisen tensors (a) and (b) and
the respective mode contributions to the thermal expansion
tensor (c) and (d). As the trends are similar for both quantities,
we will again focus the discussion on the elements of the (mode)
Grüneisen tensors.
Figure 8a,b confirms that the largest mode Grüneisen ten-

sor elements are found for the acoustic bands below 1 THz.
This is particularly true for phonons propagating in or close to
the xy-plane of the structure, that is, for bands toward the high-
symmetry points F, P, and P1. Interestingly, the two higher acous-
tic bands are characterized by negative values for 𝛾𝜆11 and 𝛾

𝜆
33 in the

entire Brillouin zone. Conversely, the lowest acoustic band show
negative 𝛾𝜆11 tensor elements, while the 𝛾𝜆33 elements are particu-
larly large and positive. This causes the overall positive sign of 𝛾𝜆33
(for the impact of the chosen functional on this trend mentioned
already in Section 2, see Section S5, Supporting Information).
To understand the sign change between 𝛾𝜆11 and 𝛾𝜆33, it is again

useful to consider the mode displacement pattern of the lowest
acoustic mode at the high symmetry point F. This displacement
pattern is shown in Figure 9a (animations can be found in the
Supporting Information). It reveals that this acoustic mode has
primarily transverse character, with the phonon polarization vec-
tors showing nearly no components in z-direction (i.e., along the
pores). For waves propagating in x-direction (along ΓF), the polar-
ization of the said transverse acoustic phonons is oriented nearly
fully in y-direction. At the F-point, neighboring nodes move in
opposite directions (with correspondingly smaller phase shifts

Adv. Theory Simul. 2022, 5, 2200031 2200031 (13 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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Figure 9. a) Displacement pattern of the lowest transverse acoustic phonon at the F-point (with the reduced wave vector [0.5, −0.5, 0]). The undisplaced
geometry is shown in element-specific colors representing the respective atoms (C: gray, H: white, O: red, and Zn: purple), while the structures displaced
along the eigenmodes are shown in green. The wave vector is oriented in x-direction (see black arrow denoting the wave vector q, while the polarization
is primarily oriented in y-direction as denoted by the orange arrows as well as the sinus-shaped waves implying the polarization amplitude. The vertical
dashed black lines indicate the nodal planes of the standing waves, that is, the planes with vanishing displacements. The dark blue rectangle indicates
the zoomed-in region shown in panels (c–e). b) Time evolution of the change in distance between the axes of two neighboring nodes (i.e., the length of
the blue line in panels (c–e)) during the atomic motion associated with the transverse acoustic phonon at F relative to the static (0-K optimized) value.
The mean value of the node distance is drawn as a black horizontal line, while the static value is denoted by a grey dashed line. The snapshots of the
motion in panels (c–e), in which the node distance is shown as a light blue line, are indicated by red circles in panel (b).

for smaller q). As a consequence, the average distance between
the nodes increases, as shown in Figure 9b (selected snapshots of
the motion associated with this acoustic phonon at F are shown
in Figure 9c–e). This again results in the energetically very costly
stretching of the linker molecules, which can be compensated
by a unit-cell shrinkage, when this mode is increasingly excited
with temperature. This causes a phonon softening and, thus,

contributes to the negative thermal expansion in the xy-plane.
Overall, this situation is reminiscent of similar observations
reported for MOF-5.[52] Conversely, when MOF-74 is strained
in z-direction, the nodes expand, but they also rotate such that
the linkers are slightly elongated. The tendency to increase the
linker length for z-strain and for the phonon displacement is
again held responsible for the positive sign of the corresponding

Adv. Theory Simul. 2022, 5, 2200031 2200031 (14 of 18) © 2022 The Authors. Advanced Theory and Simulations published by Wiley-VCH GmbH
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mode-Grüneisen tensor parameter 𝛾𝜆33. This mode is additionally
accompanied by a net lateral expansion of the nodes (an increase
inAΔ) and a rotation of the nodes, 𝜂, like for compressive strain in
z-direction.
Similar transverse acoustic modes with a “dual” character, that

is, a positive value of 𝛾𝜆33 and a negative value of 𝛾
𝜆
11 are observed,

for example, for the ΓP and FP1 directions (i.e., for wave vectors
almost perpendicular to the pore). Interestingly, such modes do
not occur for wave vectors parallel to the pore and here in partic-
ular in the ΓQ-direction. We attribute this to the observation that
no modes with a strictly transverse character with displacements
in the xy-plane occur for the respective q-direction, which results
in only comparably small mode Grüneisen parameter compo-
nents.

3.2.5. Understanding the Impact of the Used Functional

Based on the above considerations it shall be briefly explained,
why the PBE functional erroneously (as argued in the Section 2)
yields a negative thermal expansion along the pore of MOF-74. A
more detailed discussion can be found in Sections S4, S5, Sup-
porting Information: upon compressing the unit cell along the
pore, the linker is elongated when using the PBEsol functional,
while it is compressed with PBE (see Section S5.3, Supporting
Information). At the same time, the phonon-induced changes
in the geometric descriptors obtained with both functionals are
very similar: the transverse acoustic modes in directions (close
to) perpendicular to the pore, on average, cause an increase of
the linker length. Consistent with the above discussion, the fact
that in PBEsol calculations strain and phonons qualitatively af-
fect the linker length in the same way favors positive Grüneisen
tensor 33-elements. Conversely, with PBE strain and phonons re-
sult in opposite changes of the (average) linker length, which ex-
plains the negative 33-component of the Grüneisen tensor for
transverse acoustic modes in directions (close to) perpendicu-
lar to the pore. Interestingly, we find positive thermal expansion
along the pore also with PBE when considering (unrealistically)
larger strain magnitudes, as extensively tested in various QHA-
based approaches (see Sections S4, S5, Supporting Information).
We hypothesize that the inconsistency for small strains is closely
related to the quasi-1D nature of the pores. As a consequence, the
pore walls extended in z-direction are reminiscent of a densely
packed solid, for which the PBEsol functional is supposed to yield
more accurate structural properties[90,91,110] and thermal expan-
sion coefficients.[70,111,112] In passing we note that also the lattice
parameter c is somewhat larger with PBE than with PBEsol in
our unit cell optimizations (by≈0.8%). This is consistent with the
notion that lattice constants tend to be (more significantly) over-
estimated with PBE compared to PBEsol.[90,91,110] Here, ≈0.8%
might appear small, but it is of the same order of magnitude as
the expansion of c as a result of a temperature difference of sev-
eral hundred K.

4. Conclusions

The presented work combines temperature-dependent X-ray
diffractometry with state-of-the-art dispersion-corrected DFT

simulations (within the Grüneisen theory) to explain the atom-
istic origin of the low thermal expansion observed for pristine,
zinc-based MOF-74. Comparing the thermal expansion coeffi-
cients inMOF-74with the situation in otherMOFs reported in lit-
erature, MOF-74 can be regarded as a low thermal expansionma-
terial. This is consistent with the results of the conducted diffrac-
tion experiments, revealing very minor temperature-induced
shifts of the positions of the diffraction peaks. Therefore, a prob-
abilistic approach is necessary to determine the two independent
lattice constants of MOF-74, a and c (related to the pore diameter
and the pore length per unit cell, respectively), and the associated
components of the Cartesian thermal expansion tensor, 𝛼11(=𝛼22)
and 𝛼33.
The obtained probability densities suggest that lattice param-

eter a decreases with temperature, while c increases for most of
the considered temperature range. The volumetric thermal ex-
pansion coefficient is very low (≈3 × 10−6 K−1) at 300 K due to
the different signs of 𝛼11 and 𝛼33. The experimental results are in
good qualitative agreement with theoretical results based on the
Grüneisen theory of thermal expansion relying on ab initio data.
In this context, it has to be kept in mind that it is virtually impos-
sible to achieve a perfect quantitative agreement between theory
and experiment for a quantity that is close to zero due to cancella-
tion effects (see below). This also explains, why all our attempts to
describe the situation via a free energy minimization within the
QHA suffered from serious shortcomings and why the choice of
the functional can have even a qualitative impact on the obtained
results.
As indicated in the previous paragraph, also the tensor ele-

ments, 𝛼11 and 𝛼33, are subject to cancellation effects: within
Grüneisen theory, 𝛼11 and 𝛼33 arise from sums and products of
elements of the compliance tensor, the heat capacity, and the
mean Grüneisen tensors, with the latter incorporating the an-
harmonicities of all phonon modes in the crystal. For 𝛼11, the
cancellation effect occurs due to close-to-equal compliance ten-
sor elements with different sign (S11 ≈ −S12) resulting in a small
value of |𝛼11| < 5 × 10−6 K−1 for all temperatures, regardless of
the mean Grüneisen tensor. For the latter, a notable magnitude
is observed only at low temperatures. The mean Grüneisen ten-
sor also determines the negative sign of 𝛼11. For 𝛼33, the cancella-
tion effects occur, when determining the mean Grüneisen tensor
from the mode contributions due to a similar amount of neg-
ative and positive contributions especially below frequencies of
≈2 THz. Only at higher frequencies, the positive contributions
clearly dominate resulting in slightly larger positive values of 𝛼33
(with |𝛼33| remaining below 10.3 × 10−6 K−1).
Overall, the absolute magnitudes of the mode Grüneisen ten-

sor elements, however, display a pronounced dropwith frequency
and become negligible for frequencies > 10 THz. Therefore,
as the temperature increases, an increasing number of optical
phonon modes with particularly small contributions to the ther-
mal expansion become excited such that the mean Grüneisen
tensor decreases, and the thermal expansion tensor is kept at a
very low level.
Whether specific phonons trigger positive or negative ther-

mal expansion is then analyzed by comparing the evolutions of
carefully chosen geometric descriptors as a function of i) the ap-
plied strains and ii) normal-mode coordinates of the respective
phonons. Interestingly, only few of the relevant contributions
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stem from phonons at the center of the first Brillouin zone, Γ.
This means that the essence of the anharmonicities in MOF-74
is missed, when relying only on Γ-point phonons during the cal-
culation of the thermal expansion tensor. Overall, we identify sev-
eral optical phonon branches that have an impact on (negative)
thermal expansion. Themain contributions inMOF-74, however,
arise from acoustic phonons propagating in directions almost
perpendicular to the pore. In those directions, the main contri-
butions arise from the lowest transverse acoustic bands, which
simultaneously favor a reduction of the pore diameter and an ex-
pansion of the pore length.
These results show that the thermal expansion in MOFs can

be determined by a subtle interplay of a wide variety of factors,
which becomes particularly complex in situations dominated by
cancellation effects.

Supporting Information
Supporting Information is available from the Wiley Online Library or from
the author.
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